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TESTING SERVICE CORPORATION

Carotl Stream, {Hinois

Septermber 20, 1896

i, Dave Johnson

Applied Concrate Technology, Inc.
B0 Box 4015

Ardington Heights, Hincis 60008-4015

Re:  {-40504
Laboratory Testing of
Drifled Core Specimens

Bear Mr, Johnson;

FPer your request, Testing Service Corporation has compisted Iaboratory testing of drilled core specimens
in gecordance with the ASTM C 642-80, Standard Test Method for Specific Gravity, Absorption, and Voids
iy Hardened Concrete. The testing was performsd on four {4) drilled core specimens which you provided
tous. The driled cores were 3.75 inches in diameter by approximately 4 inches long. Each core had been
saw cut in half, lengthwise.

The cors specimens were dentified a3 follows:

Cors Hentification Congrete Yreatment

1< Controf

2C 1 Coat of Densifier

ac 2 Coats of Depsifier

4 bix Waler Conditioner & Densgifior

The resulis of the laboratory testing are as follows:

Bulk
Absorption Specific
after Buik Cravily,
Abserptien | immersicn Buik Specific after
after and Specific Gravity, Immersion | Apparent
immersicn Baoiling Gravity, after and Specific | Percent
Corg {Percent) (Percent) Cry immersion Boiling Gravity Voids
1C 4.62 £8.07 2.19 2.28 2.32 2.52 13.25
20 4.74 £.60 2.18 2.28 2.33 2.55 14.40
3 5.1% §.33 2.18 2.30 2.32 293 13.85
40 527 5.42 2.25 2.37 237 2.56 12.16
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Apphed Concrete Technalogy, ine.
1-40.504 - September 20, 1696

it has been 2 pleasure to assist you with this work, Please calt if there & are any questions.

Sincarety Yours,
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